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3) Effect of temperature on the dissipation behavior of Chloride ion within the crevice of

stainless steels
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4) Influence of Dissolved Hydrogen Concentration on the Protective Property of Oxide

Film of Alloy 600 Against Primary Water Stress Corrosion Cracking
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